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Applicant:
Address:

Dinamik Etiket Matbaa Sanayi Ticaret Ltd
Floor 1, No:13 Kavakli Street, Mehmet Nesih Ozmen Neighborhood, Merter,
Gungoren, Istanbul 34173, TURKEY

The following sample was submitted and identified by/on behalf of the client as:

Sample Name:
Model No.:
Manufacturer:
Address:

Sample Received Date:
Testing Period:

Test Requested:

Test Method:

Test Result(s):

STRIVE Silent Basketball

Size 7, Size 5

Senyin Gift Co. Limited

Xinle Road, Wusha, Village ChangAn Town, Dongguan City, Guangdong,
China

2025.11.17

2025.11.17—2025.11.24

Selected test(s) was/were specified by client.

Please refer to the following page(s).

Please refer to the following page(s).

Test Requested: Conclusion
Entry 51&52 of Regulation (EC) No. 1907/2006 (REACH), Annex XVII and its b

ass
Amendments- Certain phthalates

Checked by
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Evan Fang

Approved by

b 254

Ryan Zhang

Technical Manager

Shenzhen TCT Testing Technology Co., Ltd.
2101,2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Street, Bao'an District, Shenzhen

Hotline: 400-6611-140

Tel: 86-755-27673339 Fax: 86-755-27673332 http://www.tct-lab.com
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Test Results:

Entry 51&52 of Regulation (EC) No. 1907/2006 (REACH), Annex XVIl and its Amendments —

Phthalates Content(s)

Date : Nov. 24, 2025

Test Method: With reference to EN 14372:2004
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS)
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Page No.: 2 of 3

o Result(s)

Test Item(s) Unit MDL Limit 1 5
Dibutyl phthalate(DBP) % 0.003 0.1 N.D. N.D.
Benzyl butyl phthalate(BBP) % 0.003 0.1 N.D. N.D.
Bis-(2-ethylhexyl

( yihexy) % 0.003 0.1 N.D. N.D.
phthalate(DEHP)
Diisobutyl Phthalate(DIBP) % 0.003 0.1 N.D. N.D.
Di-“isononyl!” phthalate(DINP) % 0.005 0.1 N.D. N.D.
Di-n-octyl phthalate(DNOP) % 0.003 0.1 N.D. N.D.
Di-“isodecyl” phthalate(DIDP) % 0.005 0.1 N.D. N.D.
Total (DBP+BBP+DEHP+DIBP) % - 0.1 N.D. N.D.
Total (DINP+DNOP+DIDP) % - 0.1 N.D. N.D.
Conclusion (for EU requirement) - - - Pass Pass
Specimen Description:
1. Orange foam
2. Black coating

Note: - N.D.= Not Detected (lower than MDL)

- MDL = Method Detection Limit

- % = percentage by weight

- [

= Not Regulated.

Results shown as N.D. are ignored in the sum calculation

Shenzhen TCT Testing Technology Co., Ltd.
2101,2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Street, Bao'an District, Shenzhen
Fax: 86-755-27673332

Hotline: 400-6611-140

Tel: 86-755-27673339

http://www.tct-lab.com
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Photo(s) of the sample(s)

*** End of Report ***

Remark: This report is considered invalidated without the Special Seal for Inspection of the TCT. This
report shall not be altered, increased or deleted. The results shown in this test report refer only to the

sample(s) tested. Without written approval of TCT, this test report shall not be copied except in full and
published as advertisement.
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